
 

 
 
 
 
 
 
 
 

 
 

VIRGIN BASE OIL SN500 
 

 

 

 

 

 
 

CHARACTERISTIC UNIT RANGE TEST METHOD 

Sp.Gr, Kg/L 0.88-0.89 ASTM D 1298 

Color  
- 

L 2 
Bright and Clear 

ASTM D 1500 

Viscosity @ 100 °C cSt 11-12 ASTM D 445 

VI - Min 90 ASTM D 2270 

F.PT °C Min 250 ASTM D 92 

p.Pt °C Max -6 ASTM D97 

TAN mgKOH/g Max 0.05 ASTM D 664 

 

 

 

 

  

 

 


