
 

 

 

Automotive Grade Urea – Specification Table 
Item Unit ISO Limits (Min.) ISO Limits (Max.) Results 

Urea content % m/m 97.8 – 99.2 

Particle size 1–2.8 mm mm 0.85 2.80 (90% min) 93.5% 

Moisture wt % – 0.5 0.3 

Nitrogen wt % 46 – 46.3 

Alkalinity as NH₃ wt % – 0.2 max 0.01 

Biuret mg/kg – 0.8 <0.7 

Aldehydes mg/kg – 15.4 0.4 

Insoluble matter mg/kg – 61.5 5.69 

Phosphate mg/kg – 1.5 <0.15 

Calcium mg/kg – 1.5 <0.30 

Iron mg/kg – 1.5 <0.30 

Copper mg/kg – 0.6 <0.40 

Zinc mg/kg – 0.6 <0.20 

Chromium mg/kg – 0.6 <0.20 

Nickel mg/kg – 0.6 <0.60 

Aluminum mg/kg – 1.5 <0.40 

Magnesium mg/kg – 1.5 <0.50 

Sodium mg/kg – 1.5 <0.30 

Potassium mg/kg – 1.5 <0.80 
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